
Knowledge Centre WMC is an independent research institute with over 
30 years of experience in testing of large structures, materials research 
and (design) software development. One of the main activities is the re-
search on composite materials.

In our materials laboratory, thousands of tests are performed each year 
on material specimens and small components. WMC can perform stan-
dardised material qualifi cation tests for material selection or design data. 
In addition, thanks to our qualifi ed scientists with long-term experience 
in international research activities, we are able to advise on and execute 
purpose-built custom test programmes, e.g. for developing and validating 
specialised fatigue life prediction models.

For static and dynamic material testing WMC has 20 testing machines 
available ranging from 1 N to 3.5 MN, including an axial-torsion machine. 
A large variety of fi xtures, tooling, and instrumentation is available. Test-
ing can be performed under controlled humidity and temperatures rang-
ing from -100°C to +350°C.

In all projects, we strive for maximisation of quality, effi ciency, fl exibility 
and confi dentiality.

Specimen fabrication
Our clients can deliver specimens ready-to-test. Alternatively, specimens 
or subcomponents can be manufactured from laminates or fi bres and res-
ins in our manufacturing laboratory. In all cases, density-, fi bre content- 
and glass transition temperature measurements can be included.
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Standard test methods and custom testing
A selection of standard tests regularly carried out in our laboratory is tabu-
lated below. For fatigue testing, all mechanical tests listed below can be 
executed under constant or variable amplitude cyclic loading. In addition, 
custom static and fatigue tests can be carried out following your specifi ca-
tions.

Material type Test type Standard
Composite laminate Tension ISO 527 / ASTM D3039

Compression ISO 14126 / ASTM D6641
In-plane shear ISO 14129 / ASTM D3518 / 

ASTM D5379 / ASTM 7078
Interlaminar 
shear

ISO 14130 / ASTM D2344

Flexural ISO 14125 / ASTM D7264
Mode I / Mode II ASTM D5528 / ASTM D7905

Plastics
(resin & adhesives)

Tension ASTM D638
Compression ASTM D695
In-plane shear ASTM D5379 / ASTM 7078
Flexural ISO 178 / ASTM D0790
Lap shear ISO 4587 / ASTM D1002 / 

ASTM D3163 / ASTM D3528
Sandwich and core Tension ISO 1926 / ASTM C297 

Compression ISO 844 / ASTM C364 / 
ASTM C365

Shear ISO 1922 / ASTM C273
Bending ASTM C393
Peel ASTM E2004

Tubular specimens Bi-axial testing ASTM D5448 / ASTM D5449

Reporting
Our professionals will keep you up to speed on the status of your project. 
For utmost consistency, we have developed standard test reports that 
meet all ISO/ASTM requirements. Reports can be approved by the cer-
tifi cation institute of your choice. In addition, measurement data can be 
supplied in MS Excel or comma-separated format. 

Confi dentiality
As an independent laboratory, we understand the importance of confi -
dentiality. Our processes comply with general requirements to avoid pre-
disposition and maintain confi dentiality. The signing of a non-disclosure 
agreement is typically included in the preparation of a project.
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